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Electron Tunneling Determnimation of the Order-Parameter Amplitude at the
Sumperconductor-Insulator Transition in 2D

J. M. Valles, Jr,. R. C. Dynes,(2 ) and J. P. Garno°3 )
(')Materials &cience Institute. Univ'ersity of Oregon. Eugene. Oregon 97403

i')De..prtment of Physics. University of California at San Diego. La Jolla. California 92093
t 3ATd T Bell Laboratories. 600 Mountain Avenue. Murray Hill. New Jersey 07974

(Received 23 April 1992)
We have investigated the behavior of the superconducting energy gap A& in ultrathin films of quench

condensed Bi near the superconductor-insulator (SI) transition. From electron tunneling measurements
on these films, we conclude that & becomes very small and approaches zero at the SI transition. We
studied high-sheet-resistance films with Tco's as low as 0.19 K. This is a factor of 40 lower than the
low-sheet-resistance film Too of 6.4 K.

PACS numbers: 74.65.+n, 74.75.+t, 74.5D0.+r

As the amount of disorder is increased in a metallic mnate the physics of the superconducting to insulating
system the conduction-electron states begin to localize, transition 16,121. In this paper we present tunneling and
and the strength of the effective electron-electron interac- transport results on uniformly disordered Bi films that are
tions increases. These two effects hinder the formation of very close to the superconducting to insulating transition.
the normally superconducting state in a disordered ma- We find that the energy gap in these films is reduced
terial. The localization of the electrons opposes the for- significantly from its bulk value, showing that the ampli-
mation of a coherent state over distances longer than the tude of the order parameter continues to decrease at the
localization length. The enhanced repulsive electron- same rate as T'co even near the transition. That is, the
electron interactions will reduce the net attractive in- amplitude of the order parameter is extremely small or
teraction that is required for Cooper pairing. In two- zero at the superconductor to insulator transition in the
dimensional systems the effects of increasing disorder on homogeneous case. Fluctuations in the amplitude must
the superconducting state are dramatic and eventually therefore be at least as important as fluctuations in the
drive a transition from a superconducting to an insulating phase of the order parameter.
state 11-61. The electron tunneling and transport measurements de-

To qualitatively describe this transition it is helpful to scribed here were performed on films evaporated onto
consider the superconducting order parameter q' es AA/2e' substrates that were held at low temperatures (4-7 K) in
where the amplitude of the order parameter, &o, is the a cryogenic evaporator. The substrates were thermally
zero-temperature energy gap and qJ is its phase. if a film connected to the mixing chamber of a dilution refrigera-
is composed of islands that are large enough to have in- tor giving a temperature range for our measurements of
dependent superconducting properties then the supercon- 0.13 < T < 7.0 K. Contact pads and an Al strip of width
ducting state can be weakened by reducing the (Joseph- 0.01 in. were deposited on the substrate prior to cooling
son) coupling between the islands. This is accomplished down the apparatus. The Al strip had a small amount of
by reducing the tunneling probability between the island• Mn impurities in it to prevent it from superconducting.
which results in an increase in the normal-state sheet it was oxidized in air and served as the counterelectrode
resistance, Ro, of the film. Fluctuations in the phase of in the tunnel junctions, AI/oxide/Bi film. At low temper-
the order parameter ensue, which when strong enough atures, a I -2-monolayer film of Sb was evaporated onto
destroy the long-range phase coherence across the film the substrate and Al oxide surfaces followed by a series of
(2,6,71. The situation has been shown to be different for Bi evaporations. The width of the Bi film was 0.1I in. so
the case where the morphology of the film is more homo- that the tunnel junction area was 0.1I in. xO0.01 in. The Sb
geneous, i.e., for disorder on shorter length scales. In sys- film is an insulator and helps the Bi form a very thin uni-
temns that are not too close to the superconducting to insu- form, continuous film [(131. For example, the mass of Bi
lating transition, increases in R0 have been shown to lead per unit area for a film with R0 (7 K) -8 kfi//l was
to well-defined decreases in the amplitude of the order equivalent to only four atomic layers of crystalline Bi.
parameter 17,81 and the mean-field transition tempera- After each Bi evaporation the resistance of the film as a
ture, Too 13-1Ill, in direct contrast with the islanded film function of temperature, and the voltage dependence of
case. One might expect that very near the superconduct- the tunnel junction conductance, Gj(V), were measured.
ing to insulating transition, fluctuations in the amplitude The Sb film and the Al oxide serve as the tunnel barrier.
of the order parameter would play a dominant role in The completed tunnel junction had the standard cross
driving the transition. Recently, however, it has been ar- stripe geometry. Care was taken to assure that the inca-
rued that even in these systems, phase fluctuations doma- surements of Gi(V) with thc is, film in the normal state
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wee not Influenced by the sheet resistance of the Bi film. A slightly thinner film with higher RD is insulating. We
With this arrangement, we can correlate all changes in speculate that the discrepancy between these experiments
the tunnel junction conductance with changes in Ro and results from the different preplating elements, Sb and Ge,
so with changes in the film properties and not to changes that were used. Together the results support the idea
in the tunnel junction barrier. We present tunneling and that SI transition does not occur at a universal value of
transport data on three Bi films, two with high RD (near RD. The purpose of this paper is to study the amplitude
the superconducting to insulating transition), and one of the superconducting order parameter on the supercon-
with a very low Rr. All three were evaporated in se- ducting side of the SI transition.
quence onto the same film and tunnel junction. We have We can learn abc':: :t.ý amplitude of the order parame-
obtained qualitatively similar results on Pb films in other ter or the energy gap near the superconductor to insulator
experimental runs. In all cases, the tunnel junctions were transition by measuring the tunneling density of states of
of high quality, showing essentially no leakage current these films. The conductance of a normal-metal/oxide/
due to nontunneling conduction. superconducting film tunnel junction can be written 121

Recent measurements on ultrathin Bi films have shown + df(E +eV)
that the superconducting to insulating transition occurs Gj(V,T)ocN 2J Ns(E)NN(E)) P(E)dE,
near Ro(T> T,)-6.45 knflA (41. We have measured " dE
the temperature dependence of the sheet resistance and (I)
the tunneling density of states of similar uniform Bi films where N2 is the density of states of the Al electrode
in order to evaluate the behavior of the amplitude of the which is assumed constant, Ns(E) -IEI/(E 2 -A 2)" 2 is
order parameter near this superconductor to insulator the BCS density of states, NN(E) is the normal-state
transition. In Fig. I we plot the Ra(T) for two Bi films density of states, E is the electron energy measured from
with Ro(7 K)Qt8.O and 5.8 kfk/t. Both films show be- the Fermi energy EF, f is the Fermi function, and P(E)
havior suggesting that at T-0 they would be insulators is the tunneling probability which on the voltage scales
(dR/dT < 0), but then have reasonably sharp supercon- considered here is approximately constant. At low tem-
ducting transitions. In the case of the 8.0-kf/Et film the peratures (T<< To) the Fermi functions are sharp and
minimum resistance that we measured was limited by the Eq. (I) reduces to
base temperature of our refrigerator. Clearly both films
show mean-field transition temperatures that are greatly Gj(V) M N2Ns(eV)NN(eV). (2)
depressed from the thick Bi film value, T,0=6.4 K, which Thus, a measurement of the voltage dependence of the
was achieved upon further evaporation. If we take the conductance at low temperatures gives a measure of themidpoint of Ra(T) to give Too then we find that T~o0-07 cnutnea o eprtrsgvsamaueo h
aidpind 0 f Kfor the 5.8- and 8th-knw films, respectiv , ' density of states of the film as a function of energy.and 0. 19 K for the 5.8- and 8.0-k f/c3 films, respectively- In Fig. 2 the conductance of the tunnel junction for the
These films are very close to the superconducting to insu- 5.8- and 8.0-k/llO films at T -0.13 K and a very low RD
lating transition. In fact we find that the 8.0-kfi/t film
superconducts, in contrast with earlier measurements on
Bi films evaporated onto Ge 141, for which a case was
made that the SI transition occurred at h/4e2 -6.5 kft. 0.3
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FIG. 2. Tunnel junction conductances as a function of volt-
0 age for the 8.0-kfl/O (lowest curve) and 5.8-knlA3 (middle

0em1e2 3 4e5(K)curve) films at T-0.13 K and for a Ro(7 K)-75 n/03 filmlemperoture (K) (upper curve) at TzO.3 K. The junction conductances are
FIG. I. Resistance as a function of temperature for two normalized by that of the 75-41/0 film measured at a tempera-

sequentially evaporated films that had sheet resistances at 7 K, ture above its T,. Inset: The data for the 5.8- and 8.0-knit)
RaO(7 K). of 5.8 and 8.0 kalti films on an expanded scale.
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film, 75 n/ok at T < 1.0 K, are plotted as a function of 1.4

voltage. The tunel junction cooductances of the two 1.2
high Ro films have been normalized to the normal-state
coanductance for the very low Ro fim which i, essntially 1.-
volta_ independent over this rage and equal to 0.063 ci
kO . This procedure eliminates P and is legitimate be- 0.o.
caum the 75.OA3 film is the result of subsequent evapora-
ions on the same junction. There are three important X 0.6

features of these data. First, the overall tunnel junction 0.4

conductance of the high RD for these fims is smaller over
this voltae range than that of the low R0 film, e.g.. Gj(5 0.2
mV, 5.8 ka)a"0.4Gj (5 mV, 75 0/0). Second, them is a
"cusp" in Gj at V--0. These features are characteristic °.0 O.N 0.2 0.3 0.4
of tuneling into disordered thin films and have been V (mV)
studied extensively 114,151. Finally, ther is a bump in FIG. 3. Tunnel junction conductance of the 5.8-knfA film at
Gj(V) at a low voltage in the 5.8-kSoh film which ap' T-0.13 K normalized to its conductanc at T--0.61 K.
pears below the transition temperature of this film. This
bump is learer in the expanded data in the inset of Fig.
2. The first two features am qualitatively what one would sufficiently good to give us a superconducting density of

expect to e based on observations made in tunneling states that is very near the true answer. The shape of the

measurements on lower Ro films, It has been shown that normalized conductance qualitatively resembles that ex-

in low Ro films, Rock/4le, disorder-enhanced Coulomb pected for tunneling into a BCS superconductor. There is

interactions lead to logarithmic corrections to the density a peak in the normalized conductance and a reduction of

of states of the form the number of states near the Fermi energy. The devia-
tions from perfect BCS behavior may be partially due to

SN.(E) I RD the normalization procedure that we have had to use and
No 16s (6.5 kG) may also reflect the fact that the density of states in a

strongly disordered superconducting film may be different
xln I E- )i n(2-)2,E (3) from the BCS form because of quasiparticle lifetime or

hD(2x/d) 2  hDi'4dj fluctuation effects [2,16,171. For such films where T, is
so severely reduced, it is not unexpected that fluctuation

in the weak disorder limit [151. D is the electronic effects are eventually observed. Nevertheless, the signa-
diffnsivity, r is the 2D screening wave number, and d is ture of the superconducting energy gap is clear. We can
the film thickness. These corrections lead to a cusp and estimate the size of the energy gap from these data by
an overall reduction in Gj(V) similar to what we observe measuring the voltage at which the normalized conduc-
in this strongly disordered film. In earlier work, we tance crosses I [181. We get &-0.082 meV. Taken with
showed that the overall reduction in Gj(V) in junctions the resistive midpoint we get 26o/k&Tc-'2.7. In view of
on films with Ro up to 500 /Cb, for which the density of the substantial normalization effects this is reasonably
states correction at 5 mV (the average phonon energy close to the BCS value. This implies that this high-Ro Bi
relevant for superconductivity in Pb) is about 10%, agrees film has nearly BCS-like characteristics.
quantitatively with this model [9]. Thus, we believe that On the highest Ro film (8.0 kfl/O), we indeed observe
the data on these high Ro films show that disorder- the beginning of the opening of a gap as shown in the in-
enhanced Coulomb interactions suppress the tunneling set of Fig. 2. Because we are not at sufficiently reduced
density of states very strongly, by more than 50% at 5 temperature, TITcO, and the potential normalization cr-
meV. rors are more severe, however, more quantitative analysis

Near V -0 a "bump" can be observed in Gj(V) for the seems inappropriate at the moment.
5.8-k l1o film at T-0.18 K < Te9"0.7 K. This is more In earlier work, on uniform ultrathin films of Pb and
clear on the smaller voltage scale of the inset of Fig. 2. Sn, the reduction in T, with RD was shown to be accom-
We associate this bump with the peak in the density of panied by a reduction in A in such a way that 2 Ao/
states at V-./e in this superconducting film. In Fig. 3 k&Tco-const for R 0 :5 3 knlA] 18,91. The films showed
we plot Gj(V) at T-0.13 K normalized to Gj(V) at 0.61 BCS behavior with reduced transition temperatures. The
K over a smaller voltage scale. This normalization re- reduction in A and Teo correlated with a reduction in the
moves most of the energy dependence of the normal-state tunneling density of states due to disorder-enhanced
density of states and brings out the structure in the super- electron-electron interactions. The size of the reduction
conducting density of states. While this normalization in N (E) has been shown to be sufficient to account for
procedure is only approximate, we believe that it is the depression of T, and A in these films [9,191. Our re-

3569



L14111MAM IM, pN UMMl 324 PHYSICAL REVIEW LETTERS 14 DuEcnm a 1992

sals hes suggest that this trend continues up to the su- Chakravarty, J. Graybeal, D. Belitz, and V. Ambegnokar.
perconducting to insulating transition. That is, To and This work was supported in part by AT&T Bell Labora-
As decrease at the same rate even in filmu near the super- tories, ONR Grants No. N00014-92-J-1344 and No.
conducting to insulating transition and at the transition, NOOO14-91 -J- 1320, and the Alfred P. Sloan Foundation.
T,0 and & go to zero. The concomitant reduction in the
tunneling density of states at the average electron-phonon
frequency implies that the reduction in To and Ao are (I] R. C. Dynes, J. P. Garno, and J. M. Rowell. Phys. Rev.
due to disorder-enhanced electron-electron interactions Lett. 40,749 (1978).
[9,191. We conclude that the amplitude of the order pa- (21 A. E. White, R. C. Dynes. and J. P. Garno, Phys. Rev. B
rameter is extremely small or zero at the superconducting 33, 3549 (1986).
to insulating transition in these homogeneous films. We (31 H. M. Jaeger, D. B. Haviland, A. M. Goldman, and B. G.
add, however, that in the granular case we reach a very Ofr, Phys. Rev. B 34,4920 (1986).
different conclusion. The amplitude ho is finite at the 141 D. B. Haviland, Y. Liu, and A. M. Goldman, Phys. Rev.
transition and To is not well defined 12,71. Lett. 62, 2180 (1989).

Recently, theories of the SI transition have been pro- [51 S. J. Lac and J. B. Ketterson, Phys. Rev. Lett. 64. 3078

posed that argue that the transition is driven by increased (1990).

phase fluctuations of the order parameter (121. In this (61 A. F. Hebard and M. A. Paalanen, Phys. Rev. Lett. 65,
927 (1990).

picture, below a critical resistance but in the critical e- 171 J. M. Valles, Jr., and R. C. Dynes, Mater. Res. Soc.
gime the Cooper pairs form a Bose superfluid. Above the Symp. Proc. 195. 375 (1990).
critical resistance these bosons localize and a superfluid (81 R. C. Dynes, A. E. White, J. M. Graybeal, and J. P. Gar-
of vortices exists. Since the vortices move freely through no, Phys. Rev. Lett. 57, 2195 (1986).
the system there are large phase fluctuations, dissipation, (91 J. M. Valles, Jr.. R. C. Dynes, and J. P. Garno, Phys.
and, consequently, insulating behavior. What is essential Rev. B 40, 6680 (1989).
to this picture is that the amplitude of the order parame- 1101 J. M. Graybeal and M. A. Beasley, Phys. Rev. B 29, 4167
ter must be finite and robust in the vicinity of this transi- (1984).
tion. The formation of vortices requires a well-developed 1II] M. Strongin, R. S. Thompson, 0. F. Kammerer, and J. E.

order-parameter amplitude. Our work here shows that in Crow, Phys. Rev. B 1, 1078 (1970).

uniform Bi films, the amplitude of the order parameter [121 M. P. A. Fisher. G. Grinstein, and S. M. Girvin, Phys.

(energy gap) goes to zero or becomes extremely small Rev. Lett. 64, 587 (1990); M. P. A. Fisher. P. B. Weich-
man, G. Grinstein, and D. S. Fisher, Phys. Rev. B 40, 546

near the transition, i.e., it is not well developed. It is (1989); M. Cha, M. P. A. Fisher, S. M. Girvin, M. Wal-
small enough that fluctuations in its amplitude should be- lin, and A. Peter Young, Phys. Rev. B 44, 6883 (1991).
come significant. While we cannot rule out from the data [131 G. Bergmann, Z. Phys. 225, 430 (1969).
of Fig. 3 that there may be some fluctuation effects ob- [141 Y. Imry and Z. Ovadyahu, Phys. Rev. Lett. 49, 841
served, it is clear that A- 0 as T,-- 0 and there are fer- (1982); A. E. White, R. C. Dynes, and J. P. Garno, Phys.
mions in the system close to the transition. Thus, we ar- Rev. B 31, 1174 (1985); J. M. Valles, Jr., R. C. Dynes,
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granular case where it has been shown that A remains (1991).
finite through the transition [21. 1181 L. Solymar, Superconductive Tunneling and Applications
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Perpendicular upper critical field of granular Pb films
near the superconductor-to-insulator transition

Shih-Ying Hsu* and J. M. Valles, Jr.*
Materials Science Institute, University of Oregon, Eugene, Oregon 97403

(Received 22 October 1992)

We have measured the perpendicular upper critical field, He2(7"), in ultrathin granular Pb films with
normal-state sheet resistances, RN, that range from 10 ft to II ktl. The films with the highest RN are
near the threshold for the superconductor-to-insulator (S-I) transition. We compare our results to cal-
culations for granular superconductors and obtain values for the grain size and coherence length charac-
teristic of a single grain. In addition, we present a measurement of the ratio of the intergrain
Josephson-couplinS energy to the single-grain condensation energy near the S-I transition in these films.
The small value of this ratio, 0.05, at RN = 11 kfl is consistent with the picture that fluctuations in the
phase of the order parameter dominate the S-I transition in these films.

Much recent work has shown that the introduction of learn about their structure. We find that at low RN, H, 2
disorder into ultrathin superconducting films weakens depends linearly on T over a relatively large temperature
and destroys their superconducting properties and range as expected for a dirty type-Il superconductor that
renders them insulating at T =0.1-7 The qualitative na- is homogeneously disordered. With increasing RN, the
ture of this superconductor-to-insulator (S-I) transition size of the linear region shrinks and negative curvature
depends strongly on the morphology of the particular develops at lower temperatures. The strength of the neg-
films under study. In films composed of grains that are ative curvature increases toward, but does not reach, the
weakly coupled to one another but individually large square-root temperature dependence expected for per-
enough to support bulk superconducting order-parameter fectly isolated grains. Nevertheless, the increasing curva-
amplitudes, the S-I transition occurs when the phases of ture reflects the presence of granular structure in these
the order parameters of the individual grains become un- films. From these data we obtain a measurement of the
correlated.' -3,8,9 The amplitude of the order parameter radius of the smallest grains in the system, the coherence
remains finite' and phase fluctuations drive the transition, length on a grain, and a measurement of the ratio
In more homogeneously disordered superconductors, the EI/Em,,, the relative strength of the intergrain
amplitude of the superconducting order parameter de- Josephson-coupling energy, and the single-grain conden-
creases with increasing normal-state sheet resistance, sation energy. At RN=11 kfl, this ratio is =0.05, a
RN. 4'5 For high enough RN, the amplitude of the order small value that is consistent with the picture that the S-I
parameter disappears'0 and the mean-field transition tem- transition in granular Pb films is driven primarily by
perature, TO, goes to zero.'- 7 Fluctuations in the ampli- phase fluctuations.
tude of the order parameter are important in driving this Granular Pb films with small grain sizes were desired
S-I transition. Unfortunately, not all films fall neatly for these experiments. To achieve this, the Pb films were
into one of these two categories. Measurements that can fabricated by thermal evaporation onto glass substrates
reveal information about the structure of superconduct- that were held at a temperature, T, near 8 K. The sub-
ing films near the S-I transition, therefore, are important. strates were heat sunk to a helium pot that sits in a vacu-

Earlier work on three-dimensional (3D) granular super- um can that is centered in the bore of a superconducting
conductors has shown that measurements of the upper magnet and immersed in liquid helium. The cryopump-
critical field, H,2, provide direct information about their ing action by the surrounding can walls reduces the pres-
structure. 1- 1 4 In a dirty type-Il superconductor: sure of gases other than helium to < 10-1° torr. Hence,

'bo the films are free of contaminants such as 02. These films
H2(T) T)2  (1) became electrically continuous when the mass per unit

area of Pb deposited, as measured in situ with a quartz
where *0 is the flux quantum and g is the Ginzburg- microbalance, was equivalent to a thickness d =60 A of
Landau coherence length. Physically, it is the distance bulk crystalline material. Similar films have been used in
that an electron diffuses during the Ginzburg-Landau re- numerous studies of the S-I transition. 1-3

laxation time.1 2 If there is macroscopic structure in a su- Four terminal measurements of the sheet resistance of
perconductor that limits the diffusion of an electron dur- the Pb films were performed in situ using standard dc and
ing this time then it will affect g and, hence, He2(T). ac lock-in techniques. In the following, we present data

With this in mind, we have measured the perpendicu- obtained in two separate experiments. A given experi-
lar upper critical field, H,2(T), in granular Pb films to ment consists of a series of evaporations of Pb to form a

47 14334



PU13MDPpILA UIUCRITCALL FIELD OF GRANULAR ... 1433S

singe film with transport menurements performed be-
tween evaporations.

The normal-state sheet resistance of the films measured
at 8 K, RN, depends exponentially on d for RN > 3000.
In this regime, the film is composed of islands and RN is
dominated by interisland electron tunneling rates which 3 3-
depend exponentially on the distances between islands.1 '-'
The resistivity of the individual islands contributes very 2

little to RN. At lower sheet resistances, RN depends 2
much less strongly on d, indicating that interisland tun-
neling processes do not dominate RN and the resistivities 1
of the individual islands become important.

Typical superconducting transitions for films with
RN =2301 and 10 kil in 0- and 2-T magnetic fields ap- 0 " 1
plied perpendicular to their planes are shown in Fig. 1. 0.6 0.7 0.8 0.9 1.0

In both cases, a drop in resistance from 0.9RN to 0. IRN T/Tco

occurs over a relatively narrow temperature range. This FIG. 2. Perpendicular upper critical field as a function of
range increases with RN and reaches 0.5 K at RN-11 temperature for films with different RN. The values of RN, TO0
knl. We associate this drop with the mean-field transition are the following: open circles, 11.3 k/l, 6.67 K; open triangles,
of the superconducting films. We designate H,2 as the 1.25 kil, 6.79 K; diamonds, 572fl, 6.83 K; stars, 2920, 6.88 K;
field at which the sheet resistance has dropped to RN/2. squares, 100, 6.96 K; solid circles, 341, 7.05 K; solid triangles,
Choosing a different criterion, such as RN/I 0 , has very iOn, 7.05 K.

little impact on the results that we present here. Below
0. IRN, there is a resistive tail that increases in size with sults of these earlier studies to obtain a picture of the
increasing RN. Eventually, this tail dominates the transi- structure of two-dimensional films that are near the S-I
tion and makes the determination of the mean-field tran- transition.
sition temperature ambiguous. For this reason, we only To qualitatively understand our data we appeal to
present data on films with RN 511 kII . models of ordered Josephson junction arrays of spherical

In Fig. 2, we present our measurements of H, 2 for films grains. 1 These models have been successful in describing
with 1001 5 RN 11 kn. We have plotted H, 2 as a func- H,2(T) in granular 3D superconductors in weak magnetic
tion of T/Tco since the zero-field transition temperature fields and strong magnetic fields with weak intergrain
T~o in these films depends on sheet resistance. There are coupling. For the former case, the granular films should
three features of these data on which we will concentrate, behave like dirty type-lI superconductors for which
First, near To, except perhaps in the three highest RN H, 2(T) is linear in temperature with1," 3 ',4

films, He 2 (T) depends linearly on temperature. Second, T 1/2

He2(T) develops curvature farther below To and this cur- g(T) =0. 855(•l, )'/' 1 -- j , (2)
vature increases with increasing RN. Finally, H,2 in- cO

creases with RN and appears to saturate at the higher RN where I is the mean free path, g€, is the zero-temperature
at low temperatures. This behavior closely resembles clean limit coherence length, and H,2(T) is given by Eq.
that observed in three-dimensional granular systems as a (1). This formula applies when the length scale charac-
function of resistivity.t'1 4 In this paper, we use the re- terizing the disorder in a type-ll superconductor (e.g., the

average grain radius in a granular film) is shorter than
0.3 ,(T), the effective coherence length for the film. This will

always be satisfied sufficiently close to To where g(T)
0.2 diverges. Physically, the upper critical field is the field at

which the cores of the field-induced vortices overlap and
-0.1 the amplitude of the superconducting order parameter is

depressed to zero throughout the sample.
0.0 We fit the linear region of He2(T) for each of the four

or 12.0 lowest RN films and plotted the quantity I TcodHc2 /dTI- I

8.0 versus kFl in Fig. 3 to check whether the data agree with
Eq. (2). 1 was determined using the Drude model for the

4.0 resistivity and the free-electron value for kF for Pb. In
0.0 4 addition, we have included approximations to the slopes

4 5 6 7 8 of He2 at Tco for the highest RN films. These points are
T (K) only approximate lower bounds for I TodHc2 /dTI, as the

FIG. I. Sheet resistance as a function of temperature for two linearity of Hc2 could not be established for these films.
Pb films with different RN. The open and solid circles were ob- For all of the data, ý(0) ranges from approximately 16 to
tained from 0- and 2-T magnetic fields applied perpendicular to 100 A. The solid line represents the expected behavior
the plane of the films. The lines are guides. for a superconductor with • = 640 A. The data asymp-
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been calculated for an ideal dirty type-ll superconductor with fit to the three highest field points to estimate the asymptotic
g1= 640A•. behavior.

totically approach this fine with increasing L This agree- high fields and low temperatures. The highest RN film
ment with Eq. (2) seems very reasonable. The deviations satisfies these criteria. The lower RNv films do not show
from the straight fine occur at the shortest mean free this behavior as clearly. The solid line in Fig. 4
Paths Where the determination of IT,44,2/dTI is the represents the best fit to the asymptotic high-field form
most uncertain. For bulk Pb, g,---830 AL, which is near for this film.
the measured value. The slight difference may be the re- The parameters obtained from the fit to the I I -kil film
sult of the stronger-coupling behavior of quench con- provide us with important quantitative insight into the
densed Pb films compared to that of crystalline bulk Pb. properties of this system near the S-I transition. The y-

Farther below Teo, H,2( T) deviates from simple type-II axis intercept of the linear fit to these data gives
behavior showing negative curvature that increases with H,2(0)=7.55 T and the slope of the line gives the zero-
RN. This is qualitatively consistent with what should temperature upper critical field for an isolated single
occur in the limit of weak intergrain coupling and strong grain in the film, Hio(0)---7.68 T. Hio(0)> H,2(0) as it
magnetic fields where should be according to Eq. (3) and the difference in these

,0 12 two fields should be related to the degree to which the in-
Sq> 2 g,~ dividual grains in the film are coupled to one another. To

3e(T2 2vrgsR 0 -7 3 show this, we rewrite Eq. (3) at T =O:

where t is the intergrain coupling length, •ris the coher- H? -- H22=. E. 4
ence length of an individual grain, and R is the radius of n "=. 4

aspherical grain in the film.t For very weak coupling, t HISO Econ'

diverges and H,2(T) assumes the value and square-root )temperature depe.ndence which is appropriate for an iso- where H? ----Sq2/3(2ir9srR). Thus, the data imply for
lated grain.11,13,14 'Me ratio 2g,2r/t2 therefore gives a the 11-Ml film that Ej(O,'IE,..(O)-O.05. To our
measure of the degree to which the grains of the film are knowledge, this is the first measurement of this ratio in a
isolated from one another. At T---0, this ratio can be disordered thin-film superconductor near the S-I transi-
shown to be approximitely equal to (0. 7)Ej/1E.o, where tion. We discuss its importance in more detail below.
Ej is the intergrain Josephson-coupling energy and Econ Also, using standard expressions, Ej-•v*i&O/4e2,RV,10

is the condensation energy for a single grain in a square and E.. -- VsN(EF' A/2, where Ao = 1. 4 meV is the Pb
lattice. The physical picture of the upper critical field in zero-temperature energy gap, V = ---41R 33isteoue
this limit is different from the strong-coupling limit. This of a grain, and N (EF) is the density of states at the Fermi
is because the cores of the field-induced vortices primari- energy iq Pb we can estimate R and g.," At RN = I1I kll,
ly reside in the spaces between grains and not on them. Ei(0)--0.41 meV so that Eco,(0)=8.2 meV. Using
In this case, an applied field uniformly depresses the N(EF)---2. 11 X 1022/CM3 eV, we get R =z46 A. Taken
order-parameter amplitude on the grains throughout the with the mass thickness at which these films first become
sample. Below H,2 there are no "normal vortex core" re- electrically continuous, 60 1, this value for R implies
gions on the grains. that the grains of the film are more ellipsoidal than spher-

We have plotted H,'2 versus T/TOo for the I l-kfl film ical. Finally, substitution of this radius into Htso(0)
in Fig. 4 in order to compare our data to Eq. (3). For yields gsr~- 120 A,.
agreement, the data should approach linear behavior at The ratio E, 1Ec. at the S-I transition reveals a great
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da about the driving force behind the S-I transition in a occurs via single grains of nearly the minimum size that
particular system. It gives a relative measure of the ener- are coupled together with resistances on the order of RN.
gies required for fluctuations of the phase and amplitude These grains have the highest critical fields and hence,
of the order parameter. Ej gives the phase fluctuation H,2 is determined by them.
energy and E. gives the amplitude fluctuation energy. In summary, we have measured the perpendicular
In the case of our Pb films,S'6',° E/Eoo is very small upper critical field of quench condensed granular Pb films
near the S-I transition implying that phase fluctuations with sheet resistances that range from 10fl to I1 kIl.
will dominate their behavior near the transition. This is Near To, the films behave like dirty type-Il superconduc-
consistent with earlier suggestions based on zero-field tors that are homogeneously disordered on the scale of
transport data in similar Pb films.I- 3 Films composed of g(T). Farther below Too and at the highest RN the un-
smaller grains, but with a similar sized energy gap, and derlying granular structure of these films becomes evident
RN will tend to have a larger value of Ej /E1 near the in H,2(T). From these data we obtain a measure of the
S-1 transition since Econ (x V.. Uniform films, 5'6'°0 in radius of the smallest grains in the system and the coher-
some sense, are those composed of smallest grains. In ence length on a grain. We also determine E /E1E in the
this morphological limit E/j1E. should assume the larg- I 1-kil film and argue that its small value implies that
est value at the transition and amplitude fluctuations phase fluctuations should dominate the behavior of these
should play their greatest role. films near the S-I transition.

At first glance, it is surprising that these parameters
characterizing the film are so reasodiable given the ideal- We have benefitted from discussions with R. C. Dynes,
ized ordered array model from which they were derived. T. R. Lemberger, F. Sharifi, R. Barber, and D. Belitz.
The films must be very disordered with random Joseph- We gratefully acknowledge the support of the Office of
son couplings between grains and a distribution of grain Naval Research N00014-92-J-1344. This work was also
sizes. We speculate that the reason for this is that the partially supported by the NSF through DMR-9122268
transport in these films near the upper critical field and the Alfred P. Sloan Foundation.
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Magnetic-field-induced pair-breaking effects in granular Pb films
near the superconductor-to-insulator transition

Shih-Ying Hsu and J. M. Valles, Jr.
Department of Physics, Brown University, Providence, Rhode Island 02912

(Received 8 February 1993)

We have measured the magnetic-field dependence, 0:5 H 58 T, of the resistive transitions R (T) of ul-
trathin granular superconducting Pb films with normal-state sheet resistances, RQ 5 RN 5 100 kfl, where
Aa-h/4e2 '-6.45 kfl. The data suggest that the magnetic-field-induced superconductor-to-insulator
transition in these films occurs in a field regime where pair-breaking effects have significantly reduced
the amplitude of the superconducting order parameter. We compare our results with those obtained on
systems with uniform morphologies.

Increases in the normal-state sheet resistance RN of ul- tuned SI transition in granular Pb films with RN >RQ
trathin superconducting films leads to enhanced Coulomb occurs in a different magnetic-field regime than that
interactions between the conduction electrons. These in- probed in recent studies of this transition. 7 -1 0 In this re-
teractions act to localize the electronic states and reduce gime, the motion of the field-induced vortices plays a
the density of states at the Fermi energy. Both of these minor role and the amplitude of the superconducting or-
effects are detrimental to the formation of the supercon- der parameter has become so small that fluctuations in it
ducting state. The localization of electronic states inter- become important.
feres with the ability of the superconducting order pa- The Pb films used in these experiments were thermally
rameter to become phase coherent over long distances. evaporated onto glass substrates that were maintained at
The reduction of the density of states reduces the ampli- a temperature near 8 K during the deposition, i.e.,
tude of the superconducting order parameter. Numerous quench condensed. Measurements of the sheet resistance
experiments on ultrathin fims of different materials and of the films were performed in situ. The apparatus has
morphologies have shown that when RN exceeds been described previously.13 In the following, we present
-RQ h /4e 2 -6.45 kO, these detrimental effects drive a measurements on films with RN in the range 6
superconductor-to-insulator (SI) transition.- 6  kil <RN < 100 kl, where RN R (8 K), in perpendicular

Recent experiments on systems with uniform morphol- magnetic fields, 0 T < H < .0 T. The mass per unit area
ogy 7- 9 and an ordered junction arrayi° have shown that of these films was approximately equivalent to that of a
superconducting films with RN near RQ can be tuned 60-A-thick film of bulk Pb.
through this transition through the application of a mag- While the metastable nature of these films has preclud-
netic field. In particular, experiments on InO films of mi- ed any direct structural studies of them, a great deal of
croscopically uniform morphology strongly suggest that indirect evidence indicates that they are granular. This
the magnetic-field-induced vortices are responsible for morphology ensures that the amplitude of the supercon-
the transition.7 They are mobile and hence, cause strong ducting order parameter is robust in the sense that exter-
fluctuations in the phase of the order parameter. These nal perturbations induced by changes in RN or magnetic
results are in agreement with the predictions of a scaling field should primarily affect the phase of the supercon-
theory of a zero-temperature SI phase transition.1 1 ,'12 This ducting order parameter and not its amplitude. This is in
theory assumes that the effects of fluctuations in the contrast to the case of uniform films for which the ampli-
phase of the order parameter and not the amplitude are tude of the superconducting order parameter decreases as
relevant to the SI transition. It is important to determine the SI transition is approached.' 4 We expect, therefore,
whether or not this picture holds for the field-tuned tran- that phase fluctuations will dominate the field-tuned SI
sition in materials of granular, as opposed to uniform, transition in granular films.
morphology. First, the structure of the field-induced vor- In Fig. 1 we show the evolution of R (T) for a series of
tices and the pinning forces that reduce their mobility de- Pb films that span the zero-field SI transition. This evolu-
pend on a film's morphology. Second, films that are com- tion can be qualitatively described in terms of a disor-
posed of grains that are large enough to support bulklike dered Josephson-junction array model.3 At low RN,
superconducting order parameters are inherently more RN <<RQ, the intergrain Josephson coupling energies are
susceptible to fluctuations in the phase rather than the strong enough that the order parameters on the individu-
amplitude of the superconducting order parameter. 2' 3 As al grains can lock phases and the film can superconduct.
a result, recent theories of the SI transition I 1.2 that em- As shown in Fig. 1, the resistive transitions, R (T) of the
phasize the role of phase fluctuations appear particularly lowest RN films are relatively sharp. Increases in RN to
relevant to them. _RQ weaken the intergrain couplings and make the or-

We have investigated the transport properties of der parameter more susceptible to thermal and quantum
granular Pb films with RN > R0 in high magnetic fields to phase fluctuations. This leads to broad transitions to the
address this question. Our results suggest that the field- superconducting state. For RN Z 100 kfl, the average in-
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films evaporated in two experimental runs. Note the gradual FIG. 3. Sheet resistance as a function of temperature for
broedeninfof R ()with increasing RN =R (8 K)that eventual- RN=6. 8 kil in magnetic fields of 0, 2, 4, 5, 6, and 8 T. Inset:
ly leads to insulating behavior. R (T) from the main body of the figure shifted in temperature so

that their low-temperature parts line up.

tergrain coupling is so weak that the disorder enhanced
repulsive intergrain Coulomb interactions enable phase pends on the magnitude of the applied field. "Low"
fluctuations that prevent the establishment of long-range fields, H 5 0.5 T, make the tail of R MT) grow and hence,
phase coherence even at T =0. As a result, the R (T" broaden it (see Fig. 2 (left-hand side)]. Increasing the
show only quasireentrant superconducting behavior and field further does not lead to additional broadening but
insulate at T=0. Eventually, for RN >400 kil the instead to a "shift" of R MT) to lower temperatures. This
quasireentrant behavior disappears and R (TM increases is shown in Fig. 2 (right-hand side) where we have plotted
exponentially with decreasing temperature. R MT) in 0 and 2 T for two different RN. We demonstrate

We show the response of films with 6.8 kil < RN < 100 this high field response in much more detail in Figs. 3 and
kil that are on the superconducting side of the transition 4 where we present R (T) for RN =6.8 and 32 kfl, respec-
or show strong superconducting tendencies to an applied tively, in fields up to 8 T. In the inset of Fig. 3, we have
magnetic field in Fig. 2. As expected, the field pushes the shifted each of the curves in the main part of the figure
system toward the SI transition. The data in Fig. 2, how- along the temperature axis an amount, AT(H), so that
ever, demonstrate that the detailed response of R MT) de- the tails of the R (T) in all fields lie atop one another.
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FIG. 2. Sheet resistance as a function of temperature for T (K)

films with RN in the vicinity of the SI transition in magnetic
field. The circles correspond to H =0.0 T, the triangles on the FIG. 4. Sheet resistance as a function of temperature for
left-hand side correspond to H =0. 5 T, and the diamonds on RN =32 kil in magnetic fields of 0, 2, 4, 6, and 8 T. Inset: R (T)
the right-hand side correspond to H = 2.0 T. Notice how the in fields of 6.0, 6.5, 6.75, 7.0, 7.5, and 8.0 T to show the ap-
0.5-T field "broadens" the 0 field R MT) and how the 2.0-T field proach to the normal state. The 7.5 and 8.0 T curves are nearly
"shifts" it. coincident.
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Data in fields up to 4 T overlap over more than 2.5 de- Temperature (K)
•ades of resistance. 2 4 6 8 10 12

While there are changes in the shapes of the R (T) for 5.5
H -> 4 T, the dominant field efect still appears as a shift _ -
in the R (T). Our lowest-temperature, highest-field data 5.0
shown in the inset of Fig. 4 suggest that this is the case
right up to Him8 T: the field at which all signs of super-
conductivity in the grains of the film disappear. Qualita- 8
tively, the small changes in the shapes of the R (T that 4.
occur at these higher fields are such that they are rounder 6 3.5
and their downward curvature is larger (see the 4 T data 0
in Figs. 3 and 4). This latter tendency suggests that at 3.0
sufficiently low temperatures, films with RN as high as 32
knl will superconduct in a 4-T field. 2.5 b

In general, the application of a magnetic field on a
type-Il superconductor introduces vortices that are detri- 2.0 0.5 1
mental to the superconducting state in two ways: by caus- 05T(K))
ing pair breaking or by causing phase slips through their

motion. Pair breaking reduces the transition temperature FIG. 5. Sheet conductance as a function of temperature for
and the amplitude of the order parameter of the super- two films with Rj. = 15.5 kfl (circles) and RN = 32 kfl (triangles)
conductor. For a small pair breaking rate, a, the resis- in units of GOD= e2/2W ivs the logarithm of the temperature in
tive transition shifts by AT - ira/4.'5 The motion of vor- a field of 8 T. The solid lines are least-square fits to the data.
tices in a superconductor, through flux creep or flow, in-
creases the resistance at a given temperature in propor-
tion to the number of vortices in the system. This usually stronger at lower temperatures and eventually lead to the
leads to a broadening and the growth of a tail in the resis- localization of the electronic states and insulating
tive transition that is qualitatively similar to the effect of behavior. The slopes of the logarithmic fits to the data in
increasing RN of a granular film (see Fig. 1) or increasing Fig. 5 imply that A =0.30 and 0.35 for the 32 and 15.5
the magnetic field on InO films with RN".RQ.7 Thus, the kil films, respectively. Given these reasonable values, we
response of R (T) to low fields in granular Pb films can conclude that these films have an insulating normal state
probably be attributed to motion of the field-induced vor- at T =0.
tices. At high fields, the pair-breaking effects of the field In this sense, these granular films can be considered su-
are more important and the field-induced vortex motion perconducting insulators. Furthermore, the responses of
is a secondary effect. the 6.8 and 32 kM films to high fields suggest that their

Our earlier H, 2 studies on granular Pb films implied magnetic-field-induced SI transitions are driven by the
that the grains in films with RN ? 11 kil are very weakly pair-breaking effects of the applied field. These pair-
coupled to one another.' 3 In this limit, the pair-breaking breaking effects reduce the amplitude of the supercon-
effects induced by magnetic fields are dominated by the ducting order parameter and the T, of the individual
properties of the individual grains, such as their radii, grains of the film. Effects due to the motion of the field-
and should therefore be independent of RN. 16 Referring induced vortices on this transition are secondary. This is
to Fig. 2 (right-hand side), it is clear that the shifts in in stark contrast to the behavior observed in uniform InO
R (T) do not depend on RN. From the field dependence films7 where the motion of the field-induced vortices is of
of AT we have determined that the grains of the film have paramount importance.
a lateral radius of -46 k. 13  We find it surprising that the magnetic field has a more

The "normal" state that emerges as the field shifts the detrimental effect on the amplitude as opposed to the
R (n) to lower temperatures appears to be that of a disor- phase of the superconducting order parameter in granu-
dered metal in the two-dimensional limit. We demon- lar films since increases in RN produce the opposite
strate this in Fig. 5 where we show that the sheet conduc- effect. In a similar way, the results on uniform films are
tance of films with RN = 15.5 and 32 kO1 decreases loga- counterintuitive. The InO data7 suggest that magnetic
rithmically with temperature in a field of 8 T. This tem- fields induce phase fluctuations in uniform films while in-
perature dependence has been observed in normal-metal creases in RN reduce the order-parameter amplitude.' 4

films in high magnetic fields'7 and has been attributed to Thus, increasing disorder in or increasing the magnetic
the effects of disorder enhanced electron-electron interac- field on a film near the SI transition, in this sense, pro-
tions in two dimensions.'s These effects lead to a duces changes in the superconducting order parameter
temperature-dependent conductance correction of the that are "orthogonal" to one another.
form:" As we noted earlier, the qualitative response of R (T)

e 2  to magnetic fields below 2 tesla differs from that above 2
G(T)-G(TE)=A•A ln(T/T.), (!) tesla. We believe that the existence of these two regimes

reflects the fact that granular films have an intrinsic
where A is a constant that is less than or equal to one. 19  length scale given by the grain radius. If we model these
These electron-electron interaction effects become films as Josephson junction arrays, then the minimum
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area of a sprcnducting loop will be on the same order tion and the R (T) assume a quasireentrant shape on the
as R 2, where R is the grain radius. This minimum loop insulating side of the transition. The results of these ex-
area deiue a characteristic field H*= 0-o/rR1. For periments agreed with recent scaling theories of the
H H*, the field response is dominated by the changes in field-tuned SI transition.' t In the case of the ordered ar-
the screening currents around loops of the array of area, rays, it is clear that the experiments were performed in
*0o/H. "' Increases in H, on average, lead to increases in this low-field regime. Our experiments show that for
these currents. The flow of these currents reduces the comparable and higher RN values, disordered granular
effective Josephson coupling energies between junctions films have a field-tuned SI transition that occurs in the
in a loop and hence, makes them more susceptible to strong field regime. The reason for this qualitative
phase fluctuations. These phase fluctuations will lead to difference between the arrays and granular films probably
enhanced dissipation and a broadening in R (T). This is stems from the disorder in the latter system. In fact, re-
because the fractional change, cent Monte Carlo simulations predict that the critical

low-temperature resistance at which the SI transition de-
8r(H)=[R(T,H)--R(T,0)]/R(T, O), scribed in Ref. 11 occurs increases with disorder. 1 2 We

is largest at temperatures where the loops are largest. speculate that the field-driven SI transition can occur in
This occurs at low temperature where the size of phase the low-field limit in granular films with RN >>RQ and
coherent regions in the film is greatest. For H > H*, all that in this regime the transition may appear more quali-
loops in the film contain at least a single flux quantum tatively similar to the ordered array case. Further experi-
and further increases in the external field do not increase, mental work at lower temperatures is needed to assess
on average, the screening currents in the film. The in- this hypothesis.
creases in local field strength leads to increases in the In summary, we have presented measurements of the
pair-breaking rate dictated by the properties of the indivi- magnetoresistance of ultrathin granular Pb films with
dual islands of the array. normal-state sheet resistances greater than the quantum

The data in Fig. 2 show that the crossover in field of resistance. Our data show evidence of a magnetic-
response occurs near 2 T. In the context of the model field-induced SI transition in films with RN as high as 32
above, this implies that the minimum loop in a granular kn. This transition occurs in a high-field regime where
Pb film has an area equivalent to a circle of radius of 180 pair-breaking effects have significantly reduced the ampli-
A. Given the grain radius of 46 A, the minimum loop tude of the superconducting order parameter.
would encompass a few grains. This seems reasonable
and gives us confidence that this is the physical source of We have benefited from discussions with R. C. Dynes,
the two field regimes. R. Barber, F. Sharifi, M. P. A. Fisher, J. M. Kosterlitz,

The response to magnetic fields of the R (T) in InO T. A. Houghton, P. W. Adams, and R. Pelcovits. We
films 7 and ordered junction arrays'0 that are near the SI gratefully acknowledge the support of the Office of Naval
transition is qualitatively more similar to that observed Research under Grant No. NOOO 14-92-J- 1344. This work
here in the low-field regime than in the high-field regime. was also supported in part by NSF Grant No. DMR-
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We present electron transport m u e that demonstrate that Pb films that are on
the insulating side of the two dimensional superconductor to insulator transition can be made
superconducting by depositing a normal metal, Ag, on them.

1. INTRODUCTION of the cryostat insures that the evaporated

Putting a normal metal in intimate con- films are free of contaminants. Measurements
tact with a superconductor degrades some of of the sheet resistance as a function of tem-
the superconductor's properties and, under perature, R(T), were performed in sitw42]. In
certain circumstances, enhances others. The what follows, we express the mass deposited
proximity of the normal metal weakens the in terms of the thickness of a layer of bulk
pairing potential and reduces the mean field material of the same areal density. For RN -
transition temperature, T,, of the supercon- R(8K) > 300fl, both Dpb and DA,, the thick-
ductor[l]. On the other hand, if the super- nesses of the Pb and Ag layers, are smaller
conductOr has a granular morphology, then than the superconducting coherence length.[2]
placing a normal metal among its grains can
enhance the intergrain coupling strength and
thereby increase the intergrain critical cur- In Fig. la, we show logarithm of R as a
rents. We have investigated the effects of de- function of T for a Pb film of 40 A topped
positing a normal metal, Ag, onto ultrathin with increasing amounts of Ag. RN of Pb
Pb films that are on the insulating side of the films thinner than 60 A are too large to mea-
superconductor to insulator transition. The sure. The evolution of R(T) with increasing
effects of the normal metal are dramatic. The Ag thicness is qualitatively very similr to
insulating Pb films can be driven through the what is observed in pure granular f toms.[3,41
superconductor to insulator transition by the
addition of Ag. The deposition of ; 25 A of Ag produces

the uppermost curve of Fig. la which rises2. SAMPLES nearly exponentially with decreasing temper-

The films used in these studies were evap- ature. This film was probably an insulator
orated onto fire polished glass substrates held at T = 0. Subsequent evaporations of small
at 8 K in a cryostat immersed in liquid He- amounts of Ag, s IA, transform the film's
lium. The cryopumplng action of the walls insulating behavior into superconducting be-

" Supported by NSF DMR-9122268, ONR N00014-92-J-134#and the A.P. Sloan Foundation.



a I Pb films (dosed symbols) and Pb/Ag films

(a) with Dpb = 40A (open symbols). For the
smallest thicknesses, RN decreases nearly ex-
ponentially with thickness indicating that elec-
tron tunneling processes dominate the trans-
port and therefore, these films have a gran-

S•4 ular morphology near the insulator to super-
S' conductor transition[3]. RN would drop more

slowly than exponentially if the films had a
uniform morphology. Thus, the data imply
that the Ag coats the Pb grains enlarging
them and reducing the intergrain separation.

20 2.5 3&0 3.5 4.0 4.5 5.0 This enhances the intergrain Josephson cou-
Tempom (K) plings which reduces the fluctuations in the

8 [phase of the superconducting order parame-

(b) ter and leads to zero resistance. The Cooper
theory of the proximity effect should work

S-• this picture since it assumes that the nor
and superconductor regions are in intimn

S| contact and have dimensions smaller than a
F4- coherence length. The grain Ta's should be

5 reduced by a factor of exp(-DAg/D Pb) %:

2 0.5[11 in good agreement with the data.

4. SUMMARY
We have used Ag, a normal metal, to

00 50 100 150 transform an insulating granular Pb film into

Dt+D~b (0) a superconductor. The deposited Ag acted
to increase the intergrain Josephson couplingFigure 1. a)R(T) for a Dpj, = 40k film topped energies and thereby enable the superconduct-

with different amounts of Ag. b) Film thick-

ness dependence of RN for a pure Pb film and ing order parameter to develop phase coher-

the films in a). ence over the entire sample.
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The Coulomb Anomaly in Strongly Disordered FU=RD
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Eectro tunnelin - ets of the Coulomb anomaly in the density of states in strougl
disordered quench. cosidwised granular Rhos. we presentsd& The strength of this anomaly grows
with Increaslag sheet resistance, RN, at low RN but saturates at high RN. We suggest that the
graulaer morphology of these films is respousible for the saturatlion

1. INTRODUCTION 2. SAMPLES

Increase in the static disoirder in metal The disordered films were deposited auto
films degraides the screening capabilities of cooled substrates (-. SK) on which an ozat-
the conduction e-, increases spatial correla- dised Al strip had been previously depositsd.
tions amonng them and thus, increases the ef- The disordered fim and Al strip served as
fective e- - e- interactions. This leads to a the tunnel Junction electrodes. Pour termi-
decrease of the density of states about Op. nal Measuemets of GA(V) were performied
[1 -31 In two dimensional weaktly disordered at 8K in situ. In fakct the normal state con-
systems, this decrease is given by [4): ductance G,(V) does not depend on temiper-

ature foreWV> MT We have measured Gj(V)
of granular Pb and Sit films with RN ranging

IN(E)- B - rva 1 froam 100 (kpi k 1) up to 70k(0 (k,1 .04).
No Gj(V) can bewritten

where %,, depends oanthe strength and form WO( V
of the effective e- - e- interactions, I11s the GA(V) = fe NAINP~m Of(E+eV) P(E)dE
mean free path, f Is the localization. length (V
and rvj is the rate of elastic collisions. This
density ofstatesa&aomlyappears as anano- where Eis the energy reative toEp,f is the
inaly in the conductance as a function of volt- Fermi distribution, V is the voltage across
age, G1 (V) of tunnel Junctions with a 4lisor junction, NA1 is the density of states for the
dared film as one of the electrodes. Here, we Al strip and Npa. is the density of states
present preliminary studies of this an1omaly~ for the investigated film. P(E) is the tun-
In fims that rang fromn the wekldy disor- neling probability. We normalized all curves
dered limit, where this theory applies, to the by the lowest RNv film for each experimental
strongl disordered limit, where It does not. ran to eliminate the effects of NA, and P(E),
We find that fim morphology plays an i- so the normalized Junction conductance, GNv,
portant role in determing the strength of this reveals corrections to N,.,. due to disorder
anomaly and thus, the strength of the e- -c- effects.
Interactionis In strongly disordered films.

Supported by 014K N00014-924-1-34land the A.P.Sloan Foundation



V (MV)
Lj.~ i~~i 1 4) ~. iiV)5 10 15 20

-c.• i •rnuhr Sn films. The dotted
__ta zud the solid lines show Un-

-:::: ,.•. ~ These regions shrink and their ..-.-.-

)c •• 'jith increasing Rm. The func-
-1 CSo Grj(V) at high voltages Is un--

" "Vth t te olope vs. RN for Pb and .... ...
L~fI~ in_ a Fis. 2. At low AN these slopes

L' ULt at high EN they saturate. The 1.0
c. iYz lstnce at which they saturate, RN,"

=1 tLe eaturation value are both higher In J ,
.ji (th• In Pb. This saturation value appears 0.0 03 1.0 1.5 2.0 2.5 3.0
to •cale with the Inverse of the film thickness. In( V(mV) )

According to Eq.(1) tha slope of this In(V) Fig. 1 granular Sn 3019%;9701k<

il-,ndencc corresponds to the strength of 0.14 1
the C- - e- Interactions and RNW represents _01
dhe degree of the disorder. Discrder enhancez- - "
the effective e--e- Interactions, so the slopes
chould grow with increasing RN. We believe 0.06

C~4that this observed saturation results from a 1O.0-
morphology change ("granular" to "uniform") %.00
that occurs near R* . Above R/r, films are 4

made of isolated grains and the transport prop- 50.02
ezties are dominated by intergrain tunneling 44 n
processes. BeIQw RJ, the grains start to cou- 0"00 10 20 30 40 50 60 70

ple together and the film becomes more uni- Sheet Resistance (ka)

form. For the granular morphology the effec- Fig. 2 O:Sn &:Pb

tive e- - e- interactions are dominated by
grain charging effects. These depend only on REFERENCES
the intergrain capacitances which are inde-
pendent of RN. For the uniform morphology, 1. Y.Jmry and Z.Ovadyahu, Phys. Rev. Lett.

where the theory applies, the effective Inter- 49, 841 (1982)

actions depend on RN. 2. A.E.WhlteLC.Dynes and J.P.Garno, Phys.

4. SUMMAILY Rev. B31, 1174 (1985)

We have measured the density of states 3 D.S.Pvun and T.LLemberger, Phys. Rev.

of granular Pb and Sn films with RN up to Lett. 63, 2132 (1"9)

70kW. The strength of the coulomb anomaly 4. B.L.Altshuler and A.G.Aronov, In Modem

saturates at high RN. We attribute this effect Problems In Condensed Sciences, edited by

to the granular morphology of the films. A. Efros and M. Pollak (1986)


